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ABSTRACT: Antibiofouling materials have a wide range of applications in biomedical devices
and marine coatings. Due to the amphiphilic nature of proteins and organisms, amphiphilic
materials have been designed to resist their unspeciﬁc adsorption. Surface restructuring
behavior of amphiphilic materials in water is believed to play a key role in the antibiofouling
mechanisms. In this work, the surface structures of several amphiphilic polybetaine coatings in
water have been probed in situ using sum frequency generation (SFG) vibrational
spectroscopy. These are novel polybetaines constructed from functionalized polynorbornenes.
The polybetaines with oligo(ethylene glycol) (OEG), octyl (C8), or ﬂuorinated (F13) side
chains exhibit diﬀerent surface restructuring behaviors upon contacting water due to their diﬀerent surface hydrophobicity. The
OEG and C8 chains were present and ordered at the water interface, while the F13 chain withdrew from water. The hydrophilic
betaine group extended into the water and formed hydrogen bonds with water molecules. The surface restructuring of these
materials detected using SFG can be well correlated to their antibiofouling performance, providing an understanding of their
antibiofouling mechanisms.

A

ntibiofouling materials have great use in a wide range of
important applications from ship hulls to biomedical
implants.1 Poly(dimethyl siloxane) (PDMS), poly(ethylene
glycol) (PEG),2 and zwitterionic-based materials3 have been
extensively studied for fouling-release and nonsticky coatings.
Solely hydrophobic or hydrophilic surfaces are believed to be
inadequate to completely resist biofouling, because proteins
and larger organisms are intrinsically amphiphilic and attach to
surfaces with diﬀerent mechanisms.4 To address this issue,
there is an increasing awareness that amphiphilic materials may
oﬀer superior antibiofouling properties. Such materials can
resist biofouling by restructuring their surfaces depending on
their environment, similar to living organisms.5
A typical amphiphilic material was reported to combine both
hydrophilic PEG and hydrophobic ﬂuorinated polymer segments, which resisted biofouling better than the sole use of
PEG or ﬂuorinated polymers.6 Based on the same principle,
surface active block copolymers (SABC) were synthesized with
amphiphilic side chains containing both PEG and ﬂuorinated
components, which showed strong resistance to the attachment
of various organisms.7−9 Polypeptoids, a non-natural biomimetic polymer, have also been designed for antibiofouling. The
property of the polypeptoids could be tuned by varying the
amount and sequence of PEG and ﬂuorinated blocks.10
Recently, an entirely new class of amphiphilic polybetaines
with diﬀerent side chains were synthesized via ring-opening
metathesis polymerization.11,12 These materials take advantage
of the hydrophilic zwitterionic functional groups while their
surface properties are further tuned by hydrophilic or
hydrophobic side chains (Figure 1). For example, the
polybetaine containing oligo(ethylene glycol) side chain (ZIOEG) is hydrophilic, while the polymers bearing octyl or
© 2013 American Chemical Society

Figure 1. Preparation of the amphiphilic polybetaine coatings. Brieﬂy,
(a) cationic polymers were spin-coated on SiO2 substrates and cured
to form (b) cationic coatings, followed by hydrolysis in 0.1 M NaOH
to form (c) amphiphilic coatings.

ﬂuorinated side chains (ZI-C8 or ZI-F13) are hydrophobic.
The antibiofouling assays showed that the ZI-OEG and ZI-F13
surfaces resisted the nonspeciﬁc adsorption of several types of
proteins, while protein adsorption on the ZI-C8 coating was
greater than the other betaines.11
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beams are 60 and 54° with respect to the surface normal, and
the pulse energies of the visible and IR beams are 30 and 100
μJ, respectively. The reﬂected SFG signal is collected by a
monochromator along with a photomultiplier tube. All SFG
spectra were collected using the ssp (SFG output, visible input,
and IR input) polarization combination.
In this work, surface structures of three amphiphilic
polybetaines with diﬀerent side chains (Figure 1) were probed
in air and water with SFG in situ. The SFG signals from the
OEG, C8, and F13 side chains were obtained in air and then
compared to signals from the water interface to understand
their diﬀerent restructuring behaviors. Moreover, the SFG
signals from the betaine group showed its aﬃnity toward water.
The SFG results on the surface restructuring of the polymers in
water were used to explain their antibiofouling mechanisms.
The conversion from the cationic coatings (N(+)-OEG, (N
+)-C8, and N(+)-F13, Figure 1b) to the zwitterionic coatings
(Figure 1c) was characterized by ATR-FTIR. The ATR-FTIR
spectra collected from all cationic coating samples showed a
peak at 1706 cm−1 (Figure 3A−C) contributed from the imide
group. After ring-opening in NaOH, for all coating samples, the
peak at 1706 cm−1 disappeared and two new peaks at 1587 and
1662 cm−1 from the carboxylate or amide groups appeared
(Figure 3D−F), indicating the complete conversion from the
imide ring to the negatively charged carboxylate group. In
addition, signals from the side chains for all the polymers were
observed in the IR spectra. The peak at 1102 cm−1 for both
N(+)-OEG and ZI-OEG was assigned to the vibration of C−
O−C on the OEG chain (Figure 3A,D). Both N(+)-C8 and ZIC8 showed IR absorption at the range of 2850−2930 cm−1 due
to the alkyl chain (Figure 3B,E). For both N(+)-F13 and ZIF13, the peaks at 1146−1238 cm−1 were attributed to the C−F
vibration (Figure 3C,F). The assignment of the IR signals will
guide proper assignment of the peaks in the SFG spectra below.
For SFG experiments, we initially characterized the polymer
surfaces in air before studying the surface restructuring in water.
In the SFG spectra in the C−H stretching vibrational frequency
region in air (Figure 4A), characteristic signals from the OEG
and C8 side chains were observed. The peak at 2820 cm−1 was

The antibiofouling capability of amphiphilic materials often
depends on their surface structures in water. In previous
reports, the surface structures of various polymers were
determined by X-ray spectroscopy in vacuum7−9,13,14 and
their surface restructuring in water was deduced from atomic
force microscopy and dynamic water contact angle experiments.10−12 However, none of these characterization methods
provided direct evidence of the polymer surface restructuring at
the molecular level in water. Hence, an in situ technique is
needed to probe the polymer/water interface.
Sum frequency generation (SFG) vibrational spectroscopy is
an intrinsically surface sensitive and in situ vibrational
spectroscopic method, providing information about chemical
structures at a molecular level.15 It has been extensively applied
to study structures of polymers and biomolecules at various
interfaces16−19 and has proved to be particularly powerful in
revealing polymer/water interfacial structures in ambient
environments.20−23 For antibiofouling coatings, SFG has been
applied to probe the surfaces of biocide modiﬁed PDMS
materials in water to reveal their antibiofouling mechanisms.24−26
Here, we used the same SFG spectroscopic system as
reported previously.27 Brieﬂy, the visible and infrared (IR)
input beams penetrate a right angle SiO2 or CaF2 prism and
overlap spatially and temporally at the sample surface/interface,
as shown in Figure 2. The incident angles of the visible and IR

Figure 2. SFG sample geometry with polybetaine ﬁlm on a right angle
prism in contact with water.

Figure 3. ATR-FTIR spectra of cationic (A) N(+)-OEG, (B) N(+)-C8, and (C) N(+)-F13 coatings and zwitterionic (D) ZI-OEG, (E) ZI-C8, and
(F) ZI-F13 coatings.
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Figure 5. SFG spectra of the ZI-F13 coating in air and water in the
(A) CF and (B) CO vibrational frequency region.

Figure 4. SFG spectra of ZI-OEG, ZI-C8 and ZI-F13 surfaces (A) in
air and (B) in contact with D2O in the C−H stretching vibrational
frequency region.

When the ﬁlm was in contact with water, this peak disappeared,
indicating that the ﬂuorinated chain either became random or
withdrew from the water interface due to the unfavorable
interactions between the hydrophobic ﬂuorinated chain and
water. This result is well correlated to the SFG C−H studies of
the ZI-F13 sample, where no CH groups were observed on the
surface in air, however, CH signals were detected on the surface
in water.
To study the surface behavior of the carboxylate group in the
ZI-F13 sample, SFG spectra were collected from 1500 to 1800
cm−1 in the CO stretching vibration frequency range (Figure
5B). In air, a peak at 1660 cm−1 was detected, while in water, a
stronger peak around 1610 cm−1 was observed. The signals
here were contributed from the carboxylate group. The higher
signal intensity in water than in air indicated that the
carboxylate group was present and had better ordering at the
water interface. The red shift of the peak from air to water
could be caused by hydration or hydrogen bonding of the
carboxylate group with water. The signal at 1610 cm−1 could
not be contributed by the amide, because the hydrogen
bonding between amide and water would not shift the signal of
amide to as low as 1610 cm−1.33 Therefore, combining the SFG
results of the ZI-F13 sample in water (Figures 4B and 5), we
believe that the betaine group containing the quaternary amine
and the carboxylate groups moved to the water interface while
the F13 chain withdrew from water. Previously, zwitterionic
polymers have been reported as promising antibiofouling
materials due to their surface hydration.3,34−36 Here, the
exposure of the betaine group to the water interface and its
hydration were responsible for resisting biofouling, as detected
previously.11,12
SFG studies indicated that the three polymers with the same
backbone but diﬀerent side chains exhibit diﬀerent surface
structures in water. Surface restructurings of polymers were
observed using SFG in situ. The schematics of the three
polymer surfaces in water are depicted in Figure 6. The SFG
results on surface restructurings are consistent with the
dynamic water contact angle data that we reported previously.11
The contact angle hysteresis of the ZI-F13 surface is much
larger than that of the ZI-OEG and ZI-C8 surfaces, indicating
its more distinct surface restructuring upon contacting water.

assigned to the O−CH3 end group on the OEG chain.28 The
peaks at 2850 and 2880 cm−1 were contributed from the
symmetric stretching of the CH2 and CH3 groups on the C8
chain, respectively.29 The SFG signals detected from the OEG
and C8 chains indicated their presence on the coating surfaces
in air. No SFG signal was observed for the ZI-F13 coating in
this frequency region, showing that no ordered CH groups
were present on the surface.
To study the polymer/water interfaces, D2O was used to
avoid signal interference between the polymer CH groups and
H2O. Figure 4B displays the SFG spectra of the interfaces
between the three coatings and water. All samples exhibit a
peak at 2975 cm−1, possibly from the N−CH3 or N−CH2
groups, indicating that the cationic quaternary amine might
migrate to the surface in contact with water.
The ZI-OEG sample showed a peak at 2860 cm−1, which was
contributed from the O−CH2 group on the OEG chain,28
indicating the presence of the OEG chain at the water interface.
PEG has been extensively used to prepare antibiofouling
materials due to its hydrophilicity.2,30−32 Here, the OEG chain
at the surface is critical to resist biofouling on the ZI-OEG
coating. The ZI-C8 sample showed peaks at 2845 and 2880
cm−1, assigned to the symmetric stretching of the CH2 and
CH3 groups, indicating that the C8 chain was present on the
surface in water. The hydrophobic C8 chain was present at the
water interface most likely because the C8 chain was directly
connected to the quaternary amine, which has a strong aﬃnity
toward water. The C8 chain at the water interface could lead to
protein adsorption by hydrophobic interactions, which explains
the reported fouling properties of the ZI-C8 material.12 It is
worth mentioning that the 2975 cm−1 signal detected from ZIOEG and ZI-C8 may also contain some contribution from the
asymmetric C−H stretching of the OCH3 and CH3 groups,
respectively.
In addition, SFG spectra were taken for the ZI-F13 coating
between 1000 and 1350 cm−1 to study the C−F vibrational
signals (Figure 5A). In air, a peak at 1235 cm−1 was detected.
According to the IR spectra (Figure 3C,F), this peak was
assigned to C−F stretching from the F13 chain, again
conﬁrming the surface presence of the F13 chain in air.
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accessory and a liquid N2-cooled HgCdTe ampliﬁed detector. Polymer
ﬁlms were prepared on freshly cleaned Si surfaces, which were
pressured against the germanium crystal for ATR-FTIR measurements.
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Figure 6. Schematic representation of the polymer surface structures
in water.

To summarize, we probed the surface restructuring behavior
of three polybetaines with diﬀerent side chains in water using
SFG spectroscopy. The SFG results showed that the side chains
of the three polymers were all present on the surface in air. In
water, the OEG and C8 chains remained on the coating surface,
while the F13 chain withdrew from water. For ZI-F13, both the
quaternary amine group and the carboxylate group were
present at the water interface, where the carboxylate group
formed hydrogen bonds with water molecules. The surface
restructuring information obtained from the SFG data provides
direct experimental evidence of the antibiofouling mechanisms
of the amphiphilic materials: The good antifouling properties of
ZI-OEG were due to the surface presence of the OEG groups
on the surface; it has been extensively shown that the surface
OEG groups lead to improved antibiofouling activity. The poor
antifouling performance of the ZI-C8 was due to the surface
presence of the C8 side chain, which resulted in protein
adsorption due to hydrophobic interactions. The ZI-F13 also
exhibited good antifouling performance, because the F13 side
chain retreated to the bulk in water so that the zwitterionic
groups were exposed at the surface. It has been demonstrated
that zwitterionic materials can be good antibiofouling materials.
This research indicates that side chains can greatly inﬂuence the
polymer surface structures in water, resulting in diﬀerent
surface properties and thus diﬀerent antibiofouling properties.
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